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Orbital ordering and structural distortions in vanadium spinels
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Materials with the spinel crystal structure exhibit a diverse range of ground states and properties. These result from the

interplay of spin, charge and orbital degrees of freedom over the geometrically frustrated pyrochlore sublattice. In certain

spinels the interaction of ordered orbitals induces a structural distortion, due to the formation of clusters of directly bonded

atoms called orbital molecules [1]. These clusters influence the properties of the material, thus understanding and

manipulating their formation is important both fundamentally and for future functional applications.

Significant examples of orbital molecules include the three atom trimerons formed below the Verwey transition in magnetite

[2], and seven atom heptamers found in AlV2O4 [3]. We have recently synthesised GaV2O4, a new orbital molecule material.

High-resolution neutron and synchrotron powder diffraction has been used to determine its structure through the ordering

temperature and identify the formation of atomic clusters. A full characterisation of the ordering in GaV2O4, relating the

structure to the magnetic and physical properties of this material, and a comparison to AlV2O4 will be presented.
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