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by using each point of the original set as origin for a 
weighted image of the set. 

I t  is obvious that  the series (2) cannot be calculated 
for an acentral crystal without a knowledge of the phase 
angles, although a few of the coefficients F(hi) may be 
fixed as positive or negative reals by the space-group 
criteria. Such cases may well repay investigation, but the 
purpose of the present note is to point out that,  for centre- 
symmetrical crystals, the series (I) and (2) become 
identical. This fact suggests a second interpretation for the 
vector-distance map of a centrosymmetrical crystal. In 
addition to the usual interpretation in terms of inter- 
atomic vectors such a diagram can be looked on as an 
enlarged mapping of the centrosymmetric properties of 
the crystal. Whenever a peak appears at a point U i in the 
vector map, the crystal will possess 'some centrosym- 
merry' at the point ½U i. 

This property should be of value in locating centro- 
symmetrical groups such as benzene or other ring struc- 

tures which occur within larger molecules. Two such rings 
which occur in a centrosymmetric relation would give rise 
to a peak at a point corresponding to the distance apart  
of their centers. The content of an intergroup peak for a 
pair of benzene rings would be about 2x 3 x 62 (= 216) 
electrons squared, and would thus be about as large as 
a peak generated by two atoms of atomic number 15. 
A peak of such size might well be recognizable above the 
background of vector maps of this type. In a structure 
such as coronene or pyrene, wlfich consists entirely of 
benzene rings, the largest peaks form the distance map of 
the centers of the rings. I t  is, of course, recognized tha t  
the interpretation of the intergroup maps will be subject 
to the usual difficulties which accompany the interpre- 
tation of the interatomic distance maps. 
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Dieser Band, der cur Buchreihe Methucn's Monographs 
on Physical Subjects gehSrt, vermittelt einen ausgezeich- 
neten I~Yberblick darfiber, wie man diffuse l~6ntgenreflexe, 
die durch TeilchengrSsse, Unordnungserscheinungen, 
Gitterverzerrungen trod thermische Schwingungen hervor- 
gerufen werden, interpretieren kann . .Das  Bestreben des 
Autors, die notwendigen mathematischen Berechnungen 
auf mSglichst einfache Weise darzustellen, kelmzeichnot 
alle Kapitol. Er begi~ut mit der Bragg'schen Gleichung 
und der Einffihrung des reziproken Gitters. Obwohl der 
Verfasser absichtlich auf die Verwendung yon Vektoren 
aus Grfinden der Einfachheit verzichtet hat, h~tte er 
unter Voranstellung einfacher Vektorenbeziehungen eino 
einfachere und ebenso verst~ndliche Darstellung des 
reziproken Raumes erreichen kSnnen. Der Einfluss der 
TeilchengrSsse und Form auf die Verbreiterung der rezi- 
proken Gitterpunkte und der Debye-Scherrer-Linien auf 
Pulveraufnahmen wird ausffihrlich berechnet. Den 
grGssten l~aum des Bandes nLmmt das Studium der Un- 
ordnungserscheinungen nebst ihrem Einfluss auf die rSnt- 

genographischen Interferanzen ein. Neben allgemeinen 
Formeln werden die speziellen F~lle Kobalt, Glimmer und 
Graphit als Beispiele f'ur eindimensionale Fehlordnung 
und AuCu a als Beispiel Fdr dreidimensionale Fehlordnung 
angef'uhrt. Der Einfluss yon Gitterverzerrungen auf das 
RSntgenbild wird ausgearbeitet und  eingehend diskutiert. 
Das letzte Kapitel bringt einen kurzen ~berblick fiber den 
Einfluss der thermischen Schwingungen besonders in 
bezug auf die Abschw~chung der Intensit~ten der RSnt- 
genreflexe. Auf den wichtigen Einfluss der Elastizitgts- 
Konstanten auf die Bildtmg der diffusen Zonen in un- 
mittelbarer Umgebung dei reziproken Gitterpunkte geht 
der Autor nicht ein. 

Dot Leser findet in diesem Buch diejenigen Teile der 
RSntgenoptik, die bisher nur in nicht einfach zu lesenden 
Originalarbeiten zu finden waren, in zusammengefasster 
Form dargestellt. Er kann sich deshalb in kurzer Zeit 
einen guten Uberblick fiber das Gebiet verschaffen. Die 
einfache und elegante, mathematische Darstellung der 
moisten Teile des Buches werden dazu beitragen, den 
Stoff einem breiten Leserkreis zug~inglich zu machen. 
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