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specimens, but  methods  of adjust ing crystallographic 
directions parallel to axes of rotat ion or other instru- 
menta l  directions. Crystallographers interested in accu- 
ra te  measurement  of latt ice parameters  will be amused 
and possibly per turbed by the  historical outline of units 
of wavelength  given on pages 4I to 44. The measurement  
of X-ray intensities is discussed in great  detail, including 
such things as the  variat ion wi th  wavelength  of the  
sensi t ivi ty of detect ing devices. Line broadening from 
small particle size, or ra ther  the de terminat ion  of particle 
size from line broadening and from small-angle scattering, 
is discussed fully, but  there seems to be no discussion of 
line broadening from mistakes or stacking faults, and 
only a casual ment ion  of line broadening from strain. 
The short  chapter  on radiat ion protect ion and the subject  
index to all three volumes are very welcome. 

In  short, Volume I I I  of the  In terna t ional  Tables for 
X-ray Crystallography, like Volumes I and II ,  is a 
necessity for all those working in the  field of X-ray 
crystallography. 

A. J. C. WILsoN 
University College 
Cardif f  
Great Bri tain 

Molecular Structure and the Properties of 
Liquid Crystals. B y  G. W. GRxY. L o n d o n :  Aca- 
demic  Press. 1962. Price 63s. 

G. W. Gray a voulu, dans son livre, @tablir le r61e de la 
const i tut ion chimique des compos@s organiques purs sur 
la na ture  et  les propri@t6s des phases mdsomorphes 
qu'ils peuvent  fournir. Depuis la d@couverte des cristaux 
liquides, k la fin du si@cle dernier, presque simultan@ment 
par  F. Reini tzer  et  O. Lehmarm, et l 'ceuvre fondamenta le  
de Georges Friedel qui ddmontra i t  qu'i l  s'agissait d'@tats 
nouveaux de la matibre, intermddiaires entre le solide 
et  le l iquide isotrope, de tr6s nombreux  t ravaux rant  
th@oriques qu 'expdrimentaux,  ont  @td publids sur ce 
sujet.  

Gray n '6tudie n i l e  mdsomorphisme lyotropique off 
la birdfringence opt ique est li@e k la concentrat ion de 
certains compos~is darts un  solvant  convenable, ni le 
m@somorphisme des compos@s biologiques. Aussi son livre 
s'adresse-t-il d 'abord aux chimistes organiciens. 

Cependant,  les sept premiers chapitres qui const i tuent  
pros de la moiti@ du volume d@crivent minu t ieusement  les 
diffdrentes m~sophases, smectique, n@matique et chole- 
st@rique; les re@rhodes d ' identification,  les d@terminations 
des temperatures  de t ransformation;  les arrangements  
molgculaires qui se dgduisent  des examens au moyen  
des m6thodes physiques bas6bs sur les rayons X, l 'infra- 
rouge, l 'ultra-violet,  la r@sonance magn@tique protonique;  
les diff@rentes th6ories qui t en ten t  d 'expl iquer  ces ar- 
rangements  mol@culaires et leurs propri@tds. 

Dans les trois derniers chapitres, plus chimiques et 
formant  plus de la moiti@ du volume, l 'auteur  @tablit des 
relations entre le mdsomorphisme et la const i tut ion 
chimique pour pr@voir, d'aprb, s la composition chimique 
d 'un  compos@ et les modifications apport@es /~ cette 
const i tut ion chimique, les m@sophases qui peuvent  
apparaltre. 

Ce livre est un expos6 tr@s clair de tous les travaux, 
de routes les hypoth6ses et th6ories qui se rappor tent  au 
m@somorphisme des composds organiques. I1 fournit  sur 

le sujet  une documenta t ion  aussi exhaust ive qu 'on  puisse 
le souhaiter.  Aussi tous ceux, chimistes, physiciens, 
biologistes qui s'int@ressent aux cristaux liquides auront  
int@r@t k le consulter. 
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Piezoelectric Properties of Wood. B y  V. A. 
BAZtIENOV [BA~ENOV]. Pp. x i i +  180. N e w  York  : 
Consul tants  Bureau ,  1961. Price $ 9.50. 

Wood is undeniably  an anisotropic material ,  and may  be 
compared to an irregular crystal, with the remains of 
the plant  cells corresponding to the uni t  cells of a crystal 
structure. The invest igation of the piezoelectric properties 
of wood is therefore of interest  to crystallographers, 
part icularly since the  discovery of the  proper ty  is 
a t t r ibuted  to ~ubnikov. Moisture would obviously be 
a disturbing factor, and the exper iments  described in 
this book were carried out  on thin plates of wood baked 
to constant  weight  at  100 °C. and then  impregnated  
with a mixture  of beeswax and rosin. The book begins 
with three chapters of general theory, one on experimental  
methods,  one on elastic anisotropy, and one on the 
correlation of the magni tude  of the  piezoelectric effect 
in wood with such things as the  species of tree, the  
density, and the distance from the centre of the t runk.  
The three chapters at  the  end of the  book deal with the 
structure of cellulose and the way in which wood is 
built  up from cellulose and other  substances. I t  seems 
established tha t  the piezoelectric effect is due to oriented 
cellulose, and not  to any of the other consti tuents.  

The translator 's  name is not  given, which is perhaps 
just  as well for his reputat ion.  The text  abounds with 
such curious, though usually intelligible, terms as 
reflected axes (inversion axes), concomitant  (compatible), 
and real (non-zero). Occasionally, also, there are sentences 
to which it is very difficult to a t tach a meaning:  'Wood 
may  regarded as a piezoelectric texture  consisting of a 
set of cells as the e lementary  particles of this texture  
tha t  are invested piezoelectric properties ' .  There is no 
index. 

A. J. C. V~'ILSO=~ 
University College 
Cardiff 
Great Britain 

Clays and Clay Minerals. Volume 9. Proceed- 
ings of the Ninth National Conference on 
Clays and Clay Minerals. E d i t e d  by  A. SWiNE- 
FORD, Pp.  x i + 6 1 4 .  New York :  P e r g a m o n  Press,  
1962. Price £ 5.5.0. 

This book contains papers given at the n in th  annual  
Nor th  American National  Conference on Clays and Clay 
Minerals held at  Purdue  Univers i ty  in October 1960. 
The conference featured two symposia;  the  first 'On the  
Engineering Aspects of the  Physicochemical  Properties 
of Clays' had  9 papers and occupies 198 pages; the second 
'On Clay-Organic Complexes' had 13 papers and takes 


